HepoTauMoOHHO CTOMaHEHO Bb)Xe CbC CTOMaHeHa
CbpueBUHA 3a aBTOKpaHOBe/245 HULLKK

NHcopmauun 3a npogykra

sZ G @ §

O6wnyaiiHu NpUNoXeHs: 3a nebeaky 3a KyJIoKpaHoBe, NOABVKHU KPAHOBE, eNlekTpruieckn ne6eiku 1 4p., 3a KOUTo € HE06X0AMMO
HEepOTaLMOHHO BbXe.

CraHpgaprt: ISO 4309
Kareropusauus Ha BbXeTo HoMmep: Bcuukun arnametpu RCN.23-2

CTpyKTypa: HepoTaunoHHO, N3TbKaHO OT CTaHAAPTHN HULLIKK
MapkupoBka: CbrnacHo pefnieBaHTHUAT cTaHaapT
CraHpgapT: EN 12385-4

KoedmumeHT Ha 3anbiBaHe: 0.61
RCN: 23-2



MpoaykToB HOMep

ANKOO08
ANKO10
ANKO12
ANKO14
ANKO16
ANKO18
ANKO19
ANKO20

ANKO22

AvameTbp Ha BbXeTo
MM

10
12
14
16
18
19
20

22

Tensile strength
N/mm?

2160
2160
2160
2160
2160
2160
2160
2160

2160

Mokputne

Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized

Galvanized

Rope lay

sZ
sZ
sZ
sZ
sZ
sZ
sZ
sZ

sZ

MwuH. pa3kbcBallo ycunuve
kN

48,4
75,6
109
148
194
245
273
302

366

MeTanHa 30Ha
MM2

30,7

48

69,1

94,1

123

156

173

192

232

Lubrication

A-1

A-1

Terno
Kr/100m

29

45

65

89

116

147

164

182

220



	Неротационно стоманено въже със стоманена сърцевина за автокранове/245 нишки

